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BOLTING PATTERN:
PLAN VIEW

RECOMMENDED 16" 
ON CENTER IN LENGTH

LVL's FOR SILLS - MAKE SURE THAT THE ROLLACOVER PLAN IS FOLLOWED BASED 
                               ON THE DETAILS DEFINED WITHIN AT A MINIMUM FOR THE BEST

SITE PREPARATION

ROLLACOVER SPECIAL LVL DETAIL RECOMMENDATION SHEET

ITEMS THAT CONTRACTOR NEEDS TO CONFIRM:
A) FRONT WALL PAN HEIGHT
B) EXTERIOR FINISH TO MATCH WIDTH 
    OF FINAL PAN MEASUREMENTS
C) WIDTH OF PAN

DECK BASE - STEEL - ETC.

A PROTECTIVE MOISTURE BARRIER NEEDS 
TO BE BETWEEN LVL AND DECK/STEEL BASE. 
15lb FELT TAR PAPER AS AN EXAMPLE

ICE AND WATER SHIELD BETWEEN LVL & PAN
PAN FRONT WALL SHOULD 
BE MADE PAST SEAM

- THIS ABOVE IS AN EXAMPLE WITH ALL BOLTS WITH WASHERS COUNTERSUNK
- SILLS ARE TO BE 1/4" PER FOOR PITCHED TO THE OUTSIDE. NO LESS, NO MORE
        WITH NO CUPS, BOWS, CROWNS, OR DEVIATIONS EVEN AT ANY SEAMS.
- ALL LVL's NEED TO BE FULL WIDTH WITH NO HORIZONTAL SEAMS

WIDE WIDEUP TO

UP TOWIDE WIDE (4 BOLTS IN A ROW WOULD BE 
BETTER AT WIDE LVL WIDTHS)

MINIMUM BOLT PATTERN

MINIMUM BOLT PATTERN2
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ENGINEERED - LAMINATED VENEER LUMBER 
(LVL) - NOT STANDARD LUMBER

1 
O

F 
1

w
w

w
.ro

lla
co

ve
r.c

om

36
 S

A
R

G
E

N
T 

D
R

.
B

E
TH

A
N

Y
, C

T 
06

52
4

  Te
l: 

 2
03

-3
93

-7
29

2 
   

   
   

 
Fa

x:
 2

03
-2

86
-2

01
2

R
O
L
L
-
A
-
C
O
V
E
R
 
I
N
T
'
L

12
-1

9-
18

N
TS

LV
L 

B
O

LT
IN

G
 P

A
TT

E
R

N
 R

E
C

O
M

M
E

N
D

A
TI

O
N

R
A

C
-L

V
LP

A
T-

01
A


